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INSPECTION REPORT NO.: 650201/01478

In pursuance to an order for mspectlon given to us by our:

PRINCIPAL JEY KIMIA BITUMEN
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Sam §mﬁ5§~§§ pgrformed during cargo stuffing:int
ran

ecfed drums. The number ofselaglgg

r!y,

into\ihe cont‘amers at the warehouse from 15 number
drums is, according to ASTM D 140. But only the top

side gﬁi sdrurhs were accessible for takj ng incremant. All drawn samples were mixed as well and

prepa

- One x1 litter composite sample was dlspatched faa third-party,
- Three x1 litter composite sample was retained in SGS for 90 day

701823.
Analysns

iié&:ﬂm litter composite samples wera*disfr;gyjed as follows:
laboratory with SGS seal No. 701820.

s with SGS seal Nos. 701821, 701822 &

One composite sample was sent to non-SGS laboratory for the following items to be tested. The following
specifications and test methods were reported by the lab:

Standard Range ‘
TN MAX TEST METHOD |
50 70 ASTM DS ..
47 ESJFMDaG
) ‘ 220 LT ASTM D92
SOLUBILITY IN TCE, %WT 99.9 99.0 - ASTM D2042
VISCOSITY AT 135°C, CST 478 350 ASTM D2170
ABSOLUTE VISCOSITY @ 60 °C, poise 2718 2400 ASTM D2170
AFTER THIN FILM OVEN TEST(TFOT), ASTM D1754
SPECIFIC GRAVITY AT 25 °C° 1.0214 0.99 ASTM D70
DUCTILITY AT 25°C, cm, 5cm/min 85 40 ASTM D113
VISCOSITY RATIO AT 60°C 2.31 4.0 ASTM D2171

These findings are reported herein for convenience only and S$GS has no liability for the subcontracted

results, which remain with the lab.
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:@- Stuffing Supervision:

gz;éfe 25 x 20’ containers were ready to be stuffed under SGS inspectors’ supervision at stuffing site in.Bandar
g;é?.; Ablgﬁg;s‘s;gvort. The cargo was disch%rged from trailers and stuffed by means of forklift in two tiers; totally
?é‘f 110:33";};\&15 in each container and the containers were sealed with SGS seals as follows:
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%‘; \ No. | Container No % rf--*QTY' of t:gl{gvms SGS seal Stufﬁg.gég_a‘%qﬁ

¢ 4TLLU 294 “1-7110.Drums 483598 17.04,2021, .

; 419 Drums " . 4836990 Tu ) 17012031 |

@

483600

1483744

483742 %
2.

490 Drum " 483743 01.20214
110 Drims 483744 18.04.2021
- . MY Drums 483745 18.02024 |
£ . |= 410 Drums 483746 18.01.2021
%ﬂ%ﬁgﬁé’?s o [ 38 1&10 Drums 483747 18.01.2021°
%&Egé%;?ﬁ?a%ﬁé‘;gﬁﬁfa‘é&sﬁs&g CAIU 3421332 | 110 Drums 483748 18.01.2021
"é‘gigfigzzﬁéga' PMLU 204861-0° | 10 Drums 483749 18.01.2021
égzgggggm . TLLU 295015-9 1S 483750 18.01.2021
Sfegggsgzgs 14 | -BSIU 316304-0 483751 18.01.2021
" 1715 | Tcku 137682-1 483752 18.01.2021
16 | TCKU 3332334 485201-485202 | 18, 20.01.2021
17 | TLLU 2608974 110 Drums 17 483753 18.01.2021
18 | BSIU 3150423 110 Drums 483754 18.01.2021
19 | GIPU 207273-6 110 Drums 483755 18, 19.01.2021
| 20 | TRIU300753-1 110 Drums 483756 19.01.2021 S
i ) 483757 19.01.2021
pimsnl . 483758 19.01201 |
e 110 Drums asa7ss | _aoptaeat | o
24 110 Drums 483760 20, 21.01.2021
25 | TCKU 1874824 110 Drums 485206 21.01.2021
W
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